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prni/mms/hbs 

Order no.: 793032 

No. of appendices: 2 

 
Subject: Model: Module F 

Type: Basic module 

Length: 400 mm Length: 400 mm Length: 415 mm 

Weight: 4.6 kg     

Materials: Plastic 

 
 

Sampling: The test material was sampled by the client and received at the Danish Technological In-
stitute 06-02-2018 
 

Period: The testing was carried out from 07-02-2018 to 07-03-2018. 

 
Result: 

 

We have pressure tested Module F. 

 
Individual results appear from Appendix 1. 
 

Storage: 
 

The test material will be destroyed after 1 month, unless otherwise agreed. 

 

Terms: 
 

The test was carried out according to the General Terms and Conditions regarding Commissioned Work Accepted 

by the Danish Technological Institute, which apply at the time of signing the agreement. The test is only valid for 

the tested specimen. The test report may only be extracted, if the laboratory has approved the extract. 

 

Date/place: 07-03-2018, Danish Technological Institute, Wood and Biomaterials, Taastrup 

  
 
 

 
Signature:                       Test responsible                 Co-signatory 
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Test of Model: Module F 
 

 

Pressure Test of Grid – White Plastic Cubes, with and without Cross 

 

 

 
 Specimen  

label 
Maximum Load 

[N] 
Extension at Maxi-

mum Load 
[mm] 

1 Without cross 8335 6,4 

2 Without cross 7745 6,2 

3 4 x vertical cross 12955 9,6 

4 4 x vertical cross 13080 10,6 

Mean  10529 8,2 

Standard de-

viation 

 2884 2,3 

Coefficient of 
variation 

 27,4 27,5 
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Test of Model: Module F 
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